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The major reeearch area of this program has been concerned with tbe 

fundamental acts of crosslinking polymers by high energy ionizing radiation 

and the dependence of the crwslhking efficiency and resultant network 

properties on the state of the syrtem and the temperature a t  the time the 

crosslinks a re  introduced, 

tixlline and liquid states it is very important that the affect of the various types 

Beaides making the distinction between. the crys- 

of crystallite morphologier also be clearly delineated, The major investigations 

have been carried out utilizing molecular weight fractioao of polyethylene which 

were crystallized under contro~lleci conditions. This procedure allows the 

morphology to be described, Xrradiationr, were carried out at different tem- 

peratures, and a comparison rrlarrps made between the c rys t a lbe  and the 

completely amorphus polymer. Because of the importance of the cryahllite 

morphology and the segmental motions in these processes concomitant idra-red 

absorption and broadline nucIkar magnetic re~omance studies have also been 

undertaken. 

Some of the more rac4FaSt-rccomplishments of this reeearch program are 

embodied in the following msartucripts eubmitted for publicatiop: 

{l) T. Okada and L, MawciRern, "Effect of Temperature, Phaae 

and Molecular Weight on the IrraciianclEl **  -- U* -e t-a-r - Dnlv&hylener - I--- _ _ _ -  

I, Irradiatiorr in the Completely Molten State", to be preeented 

at the IUPAC Meeting, Japan, 1966, 

(2) T. Okada and I.,. Mandelkern, "The Effect of Morphology and 

Degree of Crystallinity on the Infra-red Abeorption Spectra 

of Linear Polyethylene", Accepted by J. Polymer Sci., Part A. 
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(3) To Okada and t Mandelkern, "The Infra-red Determiaatioa of 

the Degree of Gryataltinity of Polyethylene Crystallize6 from 

Dilute Solution", submitted to 3, Polymer Sci Fart B, 

In addition to the above a great deal of emphaeio a& intensive study has 

been directed to an investigation of the actual lradiochctnicrl reactions that are 

involved, This h a m  been motivated by our earlier okwxvationei, that have been 

further substantiated, that the relative crosslinking efficiency in the highly srye- 

talline state is about twice as great as in the cmndetcly amorphous state at 

130°C. 

fractions contain one vinyl end-group per molecule, 

completely molten etate at 133"C0 GCHZ) is kivereely dependent on the number 

average molecular weight while concomitantly the rate of vinyl decay decreasee 

with increasing molecular weight, 

act as a hydrogen taink and any analyeis of the material balance would be 

seriously effected, 

molecular weight plymethylens, for which no vinyl end-groups are detected, 

the true GtH,) value inherent to the polymer and independent of end-group effects 

was fouud to be 6-  1.. 

of cr oeelinkiag efficiency, 

In this connection it is important to realite that the ueual polyethylene 

W e  have found that in the 

H e m s  it appears that the vinyl end-group must 

B y  determining G(H- j in the molten etate for very high 
1. 

It ie this value which if$ important in the quaatihtive analyeis 

To explain the difference in CroePXinking efficiency between the two polymer 

states a similar constant must be determined for the highly cryntalline polymer 

Seriuus complications exist for thie case since only the lower molecular weight 

earnples, which udwtunrately have high initial vinyl concentrations, yield very 

high levaia of crystallinity, 

6amplcs (MN 2 15,000 and 2 50,0001 have been hydrogenated, and the inbra-red 

mpectra ohow that the vinyl end-gtouI; has ~ U R  removed, 

To circumvent thie dif€iculty lower molecular weight 

When irradiated in 
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4 the completely rnoltert state, G(H$ 

to the arPpmpaotic value previously obtained for the very Ugh moltcdar weight 

tiel, a8 expected, since it correspoads 
4 

molten esmple. Unexpectedly, the G(H2) value for the hydrogellated highly 

cryatallhe sample i a  somewhat lower* hence an apparent anaxnaly with regard 

to the croaeWmg efficiency would appear to exist. This problem becornea, 

completely resolved howewer, wben the partitioning between so? and gel U ~ O R  

irradiation of the highly crptalline and completely amorphous hydragemated 

and nnbydregenated samples are examined. The Mhydrogenated earnplea yield 

results identical to those previoudy reported. However* for the hydrogenated 

samples tha results are qdte different, 

state is slightly mort effective than in the conipletely Cryeh l lb  state. 

Crosslinking in the completely amorphous 

we 

must conclude, therefore, that for the vinyl end-group containing polyethylene 

in the cryotaLLine etate there is an intsrmdecutar eroealinling reaction involving 

the end group8 in which there ia DO net hydrogen evolutioa Detailed kinetic 

mechaaiame are OQW being developed from the large amount of quanthtive data 

that has been obtgiped. 

Studiee are coatisuring on the broadline nuclear magnetic remmamce mpectrs 

of molecular weight fractioas of polyethylt~e which have been cryutallised 

under controlled co15ditioos and where the thermodynamic and morphologicrl 

properties are known from a cornpa- inveetiigaiia. 

dah for detailed analysia is expected shortly. 
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